Hansa Sokkel

Udens bazes krasa cokoliem

e Teicama adhézija
e Krasas pléve ir izturiga pret mitrumu un sarmu
e Laba izturiba pret atmosféras iedarbibu

e Viegli tirama

PRODUKTA APRAKSTS
30.01.2013.

TEHNISKA INFORMACIJA

Pielietojums

Jauni un ieprieks krasoti betona vai apmesti cokoli un dzivojamo,
tirdzniecibas, razosanas vai noliktavu éku betona virsmas.
Piemérota arl mineralskiedras platnu un galvanizétam vai
vieglmetala virsmam (piem., Gdens notekam, skarda palodzém
u.c.). Nav piemérota jumtu krasosanai.

Spidums Matéta. (HTIT]
Matt Gloss

4-8 m2/l — betona un apmestam virsmam,

Patering 6-10 m2/l — mineralskiedras platnu virsmam,

L 8-10 m2/I — galvanizétam metala virsmam. 1L

(vienai kartai) - _ o _ ) . .
Krasas patérins ir atkarigs no virsmas raupjuma un uzklasanas ~bm?
metodes.
Krasu var izmantot baltu (A baze) vai tonét péc !"##$%"&)"*+ Tikkurila

TonéSana

tonu kartém (A un C baze).

Bazes krasas

A un C baze.

Tinting System

Uzklasanas metodes

Uzklasana ar otu, rulli vai augstspiediena izsmidzinataju.
Augstspiediena izsmidzinataja sprauslai jabat 0,018” - 0,023” vai
0,460 - 0,580 mm.

Zasanas laiks

(+23 °C, relativais gaisa mitrums 50%)
1 stunda — nelip putekli,
2 stundas — var krasot nakamo kartu.

Darbariku mazgasana,
atskaiditajs

Udens. Krasu var at$kaidTt lidz 5% apméra no tilpuma.

UzglabaSana

Sargat no sala!

Uzglabasanas laiks

CiesSi noslegta, originalaja raZotaja tara — 2 gadi no razosanas
datuma (skatit uz iepakojuma).

Sausais atlikums

Apm. 38% no tilpuma.

Blivums

1,2-1,3 kg/|, atkariba no krasas bazes un tona (ISO 2811!"

Udens tvaiku diftzija

S¢, H20 < 0,5M, lietojot saskana ar raZotaja noradijumiem (I1SO
7783-2).

Udens absorbcija

W<0,1 Kg/(MZ*hO's), lietojot saskana ar razotaja noradijumiem
(EN 1062-3).

lepakojumi

09L27L9L.
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LIETOSANAS PAMACIBA

SAGATAVOSANA
Nekrasotas mineralas virsmas:
Jaunas betona virsmas var krasot tikai péc pirmas apkures sezonas, t.i., péc tam, kad ir iztvaikojis liekais
mitrums un betons ir kluvis siltumcaurlaidigs. Jaunas apmestas virsmas var krasot 1-2 méneSus péc virsmas
sacietéSanas. Mazgajot ar spiedienu vai izmantojot térauda suku, virsmu attiriet no putekliem, netirumiem,
saliem un citam vaji saistitam dalinam. Lai uzlabotu adhéziju un likvidétu cementa Iimi, betona virsmas, kas
péc veidnu nonemsanas ir kluvusas spidigas, pirms gruntésanas apstradajiet ar smilSu striklu vai térauda
suku.
Nekrasotas cinkotas vai vieglmetala virsmas:
Attiriet virsmu no putekliem, netirumiem un risas. Attiritu virsmu nomazgajiet ar mazgaSanas dzekli
"##$%"&', - /I'%"0+$lievérojiet raZotaja noradijumus2,Spidigu virsmu noslipéjiet ar smilSpapiru vai notiriet
ar smilSu striklu. No rasas attiritas virsmas nogrunt&jiet ar metala gruntskrasu 3. "4+%/'&6%%6/7&8i
3."4+%/'&6%%6/78D,
leprieks krasotas virsmas:
Ar smilSu striklu vai térauda suku no virsmas notiriet vaji saistitas dalinas un atlupuso krasu. Atveriet betona
plaisas, no térauda armatdras notiriet risu un apstradajiet ar pretkorozijas krasu. Visi virsmas defekti ir
janovérs atbilstosi bldvmaterialu specifikacijai. Lai izlidzinatu nelidzenu virsmu, izmantojiet péc sastava
piemérotu cementa javu. Apmestu virsmu izlidzinasanai izmantojiet kalku-cementa javu. Netiras virsmas
nomazgajiet ar mazgasanas Iidzekli 90+)"&, :&+'1 ievérojiet razotaja noradijumus. Peléjuma vai algu
nonem3anai izmantojiet Gdens un "##$%"&',;6<++.06"/7&idumu, ievérojiet razotdja noradijumus.

KRASOSANAS NOSACIIUMI
Virsmai ir jabat tirai un sausai, gaisa temperatdrai no +5 °C Iidz +28°C, un gaisa relativajam mitrumam zem
80%. Krasosanas laika ir jaizvairas no augstas temperatdras un tieSiem saules stariem.

KRASOSANA
Pirms lietoSanas krasu ;'./', 96##+&upigi samaisiet, pirmajai kartai krasu atSkaidiet ar Gdeni lidz 5 %
apmeéra no tilpuma. Lai iegltu vienmeérigu virsmas toni, pirms krasoSanas viena trauka jasajauc
nepiecieSamais tonétas krasas daudzums. Krasot 1 vai 2 kartas ar rulli, otu vai izsmidzinataju.
Uzmantbu! Virsmas, kuras nav paredzéts krasot (logi, metala virsmas, augi u.c.), pirms krasosanas ir
japarklaj.

DARBARIKU MAZGASANA
No darbarikiem notiriet krasas atlikumus un izmazgajiet tos ar tGdeni.

VIRSMAS KOPSANA
Virsmas var tirit ne agrak ka 1 ménesi péc krasosanas. Vispiemérotaka tiriSanas metode ir mazgasana ar
Gdens striklu. Janem véra, ka mitras tiriSanas rezultatd var mainities virsmas tonis, tadé| tirama vieta ir
janorobeZo. Pirms mazgasanas notiriet atlupusas dalinas un netirumus. Peléjuma vai algu nonemsanai
izmantojiet "##3$%"&', ;6<++.06"/76un rapigi noskalojiet. Péc peléjuma nonems$anas virsmu vienmér
parkrasojiet.

VIDES AIZSARDZIBA, DARBA AIZSARDZIBA UN ATKRITUMU SAVAKSANA
Neizliet produktu kanalizacijas sistéma, Gdenstilpnés vai augsné. Sausa un tuksa tara ir jaiznicina saskana ar
vietéjo likumdosanu. ES GOS robeZvértibas: (apaksgrupa A/c) 40 g/l. Lietosanai gatava produkta maksimalais
GOS saturs ir 40 g/I.

TRANSPORTESANA
Sargat no sala!

PAPILDINFORMACIJA PAR PRODUKTU
www.vivacolor.lv

RaZotaja vadibas sistéma ir sertificéta un atbilst starptautiskajiem standartiem 1SO 9001 un ISO 14001.
RaZotajs un importétajs neuznemas atbildibu par zaudéjumiem, kas radusies neievérojot produkta
lietosanas instrukciju. Importétajs: SIA TIKKURILA, Krizes iela 3, Riga LV-1046, Latvija, talr. +371 67611135,

e-pasts: info.lv@tikkurila.com
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BO,D,HO-,CI,MCI‘IepCMOHHaFI KpaCKa A4 LOKONIA
XBbicoKkana agre3unsa

XO06pa3yeT BNIaroCToMKOE U LWEe04YeCcTOMKoe NOKpbITUE
X BblcOKasa aTMoc¢hepocToiKoCcTb

TEXHWYECKAA CNELNPUKALINA
30.01.2013

XJlerko ounwaerca%

%

TEXHUYECKUE XAPAKTEPUCTUKUY Yo

OObeKTbl NPUMeHeHUs

HoBble 1 paHee oKpalleHHbIE LLOKOMW XXUITbIX, KOMMEPYECKMX,
NPOMBILLNEHHbIX U CKNaAcKkMX 3gaHunii. MoaxoauTt ans
MUHEpPanbHO-BOMOKHUCTBIX MIAT, OLMHKOBAHHBIX U U3 NETKOro
MeTarnna noeepxHocTen (BoAoCToYHble Tpy6bl U Np.) He noaxoaut
NS OKPacKM KpblLL.

CTteneHb Gnecka

MaToBas.

Matt Gloss

4-8 M°in OLUTYKaTypEeHHblE, OETOHHbIE MOBEPXHOCTY;
6-10 M%/n MWHEpPanbHO-BOMOKHUCTbIE NINTbI;

Pacxop 1x 8-10 M’/n MaTannuyeckve NMOBEPXHOCTU MNpPU OKpacke B OAWH CION. 1
OKoH4YaTemNbHbIA pacxod Kpacku 3aBUCUT OT LLEPOXOBATOCTH E o
MOBEPXHOCTY 1 CNOco6a HAHECEHN. %
Kpacky moxHo ncrnonb3oBatb 6enow (6asa A) nnvm ToHnpoBaTb No Tikkurila

ToHupoBaHue kapTe koneposkn Tikkurila Facade n no kapTe konepoBku

MUWHeparnbHbIX noBepxHocTel (6asbl A n C).

Ba3oBble Kpacku

Basbl An C.

UHCTpYMEHTBI

Banuk, KUCTb unNu pacnbinUTenb BbICOKOro AaBneHns. Conno
pacnbinutens 0,018” - 0,023” nnm 0,460 - 0,580 Mm.

BpeMiI BbICbIXaHuUs
(+23 €, RH 50%)

1 yac - Ha oTnun,

2 4acosB - 4nA OKpacKu.

Bornee HU3kas TemnepaTypa BO34yXa W BblICOKas BNaXXHOCTb
BO3[yXa 3aMeassitoT BbICbIXaHNE KPacKu.

OuuncTka

MHCTPYMEHTOB, Bopga. Kpacky MoxHo pa36aenatb Ao 5% no o6buémy.
pa3baBuTtenb

XpaHeHue bepeyb 0T 3amep3aHus!

CpoK XpaHeHusA

B nnoTHO 3akpbITON opurMHaneHoOWM Tape npoussoanTens — 2 roga
C aaTtbl U3roTOBNEHUS.

CopepxaHue cyxoro
BellecTBa

Mpu6n. 38%.

Mpwnbn. 1,2-1,3 kr/n, B 3aBUCUMOCTM OT TOHA NOASIOXKKN U TOHA

MnoTtHoCTL kpacku (ISO 2811).

NaponpoHnuaemocTs ?;SHf;OZ; 0,5, mpu cobrioaeHM MHCTPYKUWM o npumenerimio (ISO
Z2%,.0,5

MmapodoGHocTE W < 0,1 kg/(M™*h™"), npu COBIII0AEHNYN MHCTPYKUMH MO

npumeHeHuto ( EN 1062-3).

Bua ynakoBku

0,9nm;2,7n;9n.

%
%
%
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Hansa Sokkel

Waterborne socket paint

e Excellent adhesion
¢ Moisture and alkali resistant paint film
e Good weather resistance

e Easy to clean

PRODUCT DATA SHEET
28.08.2015

TECHNICAL DATA

Fields of application

New and previously painted concrete or plaster sockets and
concrete surfaces of residential, commercial, industrial buildings
or storage facilities.

Suitable also for painting mineral slabs and galvanized or light-
weight metal surfaces (e.g. rainwater pipes, flashing etc). Not
suitable for tin roof painting.

Gloss Matt.
4-8 m2/| per coat for concrete and plaster surfaces.
6-10 m2/I per coat for mineral slabs,

Coverage .

(per coat) 8-19 m2/l per cqat for galvam.zed metal surface. E 1LA
Paint consumption is determined by the roughness of the surface ~hm?
and the method of application.

Tinting The paint can be used white (base A) or tinted according to
Tikkurila facade colour cards (base A and C).

Base paints A and C bases

Application method

To be applied with a painting brush, roller or high pressure
airbrush. The high-pressure airbrush nozzle shall be 0,018” -
0,023” or 0,460 - 0,580 mm.

Drying time

(at +23 °C, relative air humidity (RH) 50%)
1-hour - dust dry
2 hours - recoatable.

Cleaning of painting
tools, thinner

Water. The amount of thinner may be up to 5% of the paint
volume.

Storage

Protect the product from frost!

Storage time

In tightly closed original container 2 years from production date
(stated on can).

Solid content

About. 38% v/v.

Density

1,2-1,3 kg/l, depending on the base paint and shade (1SO 2811).

Water vapour diffusion

S¢, H20 < 0,5Mm, when applied according to manufacturer's
instructions (1SO 7783-2).

Water absorption

W<0,1 Kg/(MZ*hO's), when applied according to manufactures
instructions ( EN 1062-3).

Packaging

09L27L9L.
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I"HSY6&'SI("H)* (%) &H+) )

Y%0+,-%-$!(") )
&./01.234)51.3607896:0;38%)
New concrete surfaces can be painted only after first heating season, i.e. after they have evaporated
excessive moisture and the concrete has become heat-permeable. Newly plaster-treated surfaces can be
painted after 1-2 months hardening period. Clean the surface from dust, dirt, salts and other exfoliating or
fractured particles by pressure wash or with steel brush. To improve adhesion and to clean cast concrete
from cement glue, treat the glass-like glossy layer, formed on the surface of concrete, with a sandblaster or
steel brush prior to priming.
&./01.234)=1.;>6)717%821? @2)53207)896:0;38<)
Clean the surface from dust, dirt and rust. Wash cleaned surface with cleaning agent Tikkurila Panssaripesu
according to manufacturer's instructions. Sand the glossy surface with sandpaper or sand-washing. Prime
surfaces cleaned from rust with primer for metal Universal Korrostop or Universal Korrostop+.
,63C1>987D)/01.234)896:();38<
Clean the surface from exfoliated, fractured, chalky paints and loose decorative coatings with a sandblaster
or steel brush. Open the cracks in concrete, clean steel reinforcement from rust and treat them with
anticorrosive paint. All the surface defects have to be fixed in compliance with the specifications for the
construction material. To fix uneven surface use cement mortar, which is appropriate by composition; to
level plaster-treated surfaces use lime-and-cement mortar. Wash soiled surfaces with cleaning agent Special
Clean according to manufacturer's instructions. Treat surfaces contaminated with algae or mould with water
solution of Tikkurila Homeenpoisto according to manufacturer's instructions.

l_!ll$!llE)l(llF!$!(ll#) )
Surface should be clean and dry, air temperature between +5 fA v =106 felative air humidity lower than
80%. Avoid high temperatures and direct sunlight during painting.

-I"SI"E )
Thoroughly mix paint Hansa Sokkel before painting, thin the paint for first layer with water up to 5 % of
volume. To obtain uniform shade, mix sufficient amount of tinted paint in one vessel prior painting. Apply 1
or 2 layers with roller, brush or airbrush. "GHPrior to painting cover the surfaces, which are not going to be
painted (windows, metal surfaces, plants etc.).

T+ TE) ()B((1#

Clean painting instruments from liquid paint residue, then wash with water.

-%+)-"F)J-"FI'"E) (*)#&%*-'+) )
The surfaces can be cleaned in 1 month after painting. Water spray is most suitable for cleaning. It should be
taken into account that wet cleaning of the surface may change its colour, therefore cleaning area should be
determined. Remove lose particles and dirt prior washing. To remove mould or algae apply Tikkurila
Homeenpoisto and rinse well. Always overcoat the surface after mould removal.

+'KI%("L+"$-IM)#-*+$N)-"F)O-#$  +)%+E&I-$(%N))
Do not discharge the product into sewerage systems, watercourse, nor pour it onto the ground.
Dry and empty containers should be discarded in compliance with the local regulations. EU (VOC) limit value
(subgroup A/c) is 40 g/1. Maximum content of VOC in readymade product 40 g/I.

$%-"#,(%$-$!(") )

Protect from frost!

-FFIS!I("-1),%(F&'$)!"*(%L-$!(" )
www.vivacolor.ee

The data above are verified and correct and based on the laboratory tests held as well as on practical
experience. Our management system is certified against international standards ISO 9001 and I1SO
14001. As a producer, we cannot be held responsible for any losses incurred upon incompliance with the
technical data sheets or application terms for a particular product. AS TIKKURILA Liimi 5, 10621 Tallinn,
Estonia, tel +372 650 11 11, fax +372 650 11 22, e-mail: info.ee@tikkurila.com



http://www.vivacolor.ee/

